


Table 1. – New Assay Results

Drill Hole From
(m)

To
(m)

Core
length

Gold (g/t
Au)

Weighted
average High grade interval

COM-09-300 295.0 296.5 1.5 8.2 8.2 g/t Au over 1.5m

394.0 395.5 1.5 10.8 10.8 g/t Au over 1.5m

395.5 397.0 1.5 0.1 12.0 g/t Au

397.0 398.5 1.5 0.4 over 7.5m

398.5 400.0 1.5 11.9 11.9 g/t Au over 1.5m

400.0 401.5 1.5 36.7 36.7 g/t Au over 1.5m

492.1 493.0 0.9 11.5 11.5 g/t Au over 0.9m

COM-09-305 141.5 142.5 1.0 1.0 5.4 g/t Au

142.5 144.0 1.5 8.3 over 2.5m 8.3 g/t Au over 1.5m

COM-10-306 575.2 576.6 1.4 11.7 9.0 g/t Au 11.7 g/t Au over 1.4m

576.6 577.8 1.2 0.3 over 4.1m

577.8 579.3 1.5 13.3 13.3 g/t Au over 1.5m

COM-10-307 15.0 16.0 1.0 19.2 11.9 g/t Au 19.2 g/t Au over 1.0m

16.0 16.8 0.8 2.7 over 1.8m

COM-10-308 103.5 105.0 1.5 4.8

105.0 106.5 1.5 3.3

106.5 108.0 1.5 4.5 5.4 g/t Au

108.0 109.5 1.5 2.8 over 10.5m

109.5 111.0 1.5 10.2 10.2 g/t Au over 1.5m

111.0 112.5 1.5 3.2

112.5 114.0 1.5 8.8 8.8 g/t Au over 1.5m

COM-10-309 303.0 304.0 1.0 21.6 21.6 g/t Au over 1.0m

COM-10-310A 68.0 69.5 1.5 8.1 8.1 g/t Au ov. 1.5m

72.9 74.0 1.1 6.0

74.0 75.5 1.5 6.9 5.5 g/t Au

75.5 77.0 1.5 5.7 over 7.1m

77.0 78.5 1.5 2.7

78.5 80.0 1.5 6.5

COM-10-311 267.0 268.5 1.5 7.2 5.3 g/t Au

268.5 269.8 1.3 3.0 over 2.8m

COM-10-318 194.6 196.1 1.5 11.5 9.6 g/t Au 11.5 g/t Au over 1.5m

196.1 196.9 0.8 6.0 over 2.3m

COM-10-320 74.0 74.8 0.8 18.9 18.9 g/t Au over 0.8m

COM-10-321 313.8 314.3 0.5 9.2 9.2 g/t Au over 0.5m

COM-10-324 12.0 13.5 1.5 3.5 8.5 g/t Au

13.5 14.1 0.6 21.2 over 2.1m 21.2 g/t Au over 0.6m

186.5 188.0 1.5 14.4 8.5 g/t Au 14.4 g/t Au over 1.5m

188.0 189.5 1.5 2.6 over 3.0m

COM-10-326 126.0 127.5 1.5 6.6 10.6 g/t Au

127.5 129.0 1.5 14.6 over 3.0m

142.5 144.0 1.5 12.5 12.5 g/t Au over 1.5m

190.5 192.0 1.5 1.0 4.1 g/t Au

192.0 193.3 1.3 7.7 over 2.8m

293.3 293.9 0.6 12.6 12.6 g/t Au over 0.6m

Gold grades (g/t Au) are expressed uncut.



Weighted averages are expressed over core length. In most cases, core length and true width are close to being the
same given the dip of the drill hole and the strike and dip of the mineralized zone.

Composites (weighted averages) for the Comtois zones were calculated over a minimum core length of 1.5 m.
Identification of the mineralized zone is based on a preliminary interpretation using plan and cross-sectional
representations.

Values were rounded at 1 decimal point.

Quality Assurance and Quality Control (QA/QC)
Maudore’s exploration program is supervised by Alain Carrier, M.Sc., P.Geo., of InnovExplo Inc., a
consulting firm based in Val-d'Or Quebec. Alain Carrier is a Qualified and Independent Person as defined
under Regulation 43-101 guidelines. Comtois exploration is conducted under strict QA/QC protocols
including mineralized standards, blanks and field duplicates. Half of all sampled core is retained for future
reference, and analyses are performed by ALS-Chemex laboratories in Val-d'Or (Qc) and Timmins (ON).

About Maudore Minerals Limited
Maudore owns 100% of the Comtois High Grade Gold project in Quebec, Canada. The current Inferred
Mineral Resource at Comtois (RPA, 2002) is 524,000 ounces of gold [808,000 tonnes at 20.2 g/t Au
(uncut)] or at 249,400 ounces of gold [808,000 tonnes at 9.6 g/t Au (cut at 30 g/t Au)]. Maudore also
owns a large land package west of Comtois with volcanogenic gold/massive sulphide (VMS) potential.
VMS gold deposits are more common in Quebec than anywhere else in the world. Maudore holds 1060
claims covering an area of 50,500 hectares (125,000 acres, or almost 200 square miles), extending from
Comtois west 95 kilometres to beyond the Sleeping Giant Mine.

Statements in this release that are not historical facts are "forward-looking statements" within the meaning of the U.S. Private
Securities Litigation Reform Act of 1995. Readers are cautioned that any such statements are not guarantees of future performance
and that the actual developments or results may vary materially from those in these "forward-looking statements".

Neither the TSX Venture Exchange nor its regulation services provider (as that term is defined in the policies of the TSX Venture
Exchange) accepts responsibility for the adequacy or accuracy of this news release.
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